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ABSTRACT

Electron-phonon (4-ph) interactions play a critical role in determining material
properties, such as charge and heat transport, optical response, and superconduc-
tivity. Recent advances in first-principles calculations based on density functional
theory (DFT) enable quantitatively predictive studies of 4-ph interactions and charge
transport in a wide range of simple semiconductors and metals. However, certain
technologically important materials, such as organic crystals and transition metal
oxides (TMOs), remain less explored. Organic molecular crystals, known for their
versatile electronic and mechanical properties, typically require high charge carrier
mobility for practical applications. Yet accurately predicting the mobility and en-
gineering approaches to improve it are challenging in organic crystals, because of
their complex crystal structures with large unit cells and various charge transport
regimes induced by 4-ph interactions. Similarly, TMOs, both conventional and
strongly correlated, are materials with broad applications and unique physics. A no-
table example are copper oxides (cuprate) superconductors, which are central to the
study of high-temperature superconductivity and other exotic physical phenomena.
Extensive experimental studies, particularly using photoemission techniques, have
been employed to indirectly probe the 4-ph interactions in TMOs. Nevertheless,
many results are not fully understood, and calculations of 4-ph coupling in TMOs
are still scarce. This is mainly due to the strong correlation induced by 3- and
5 -electrons posing a significant challenge to modeling.

This thesis aims to develop state-of-the-art first-principles calculations to accurately
describe 4-ph interactions and the associated physical properties in organic crystals
and TMOs. We focus on three research topics. First, we investigate the high-
mobility bandlike transport regime in organic crystals. Using the formalism of the
Boltzmann transport equation with electronic collisions computed from first princi-
ples, we study the mobility and its temperature dependence in benzene, anthracene,
tetracene, pentacene, and biphenyl. Our results are in excellent agreement with
experiments in all cases, and our pentacene calculation (72 atoms per unit cell) sets
the record for the largest first-principles 4-ph calculation to date. We find that the
mobility is mainly regulated by 4-ph scattering from low-frequency intermolecular
phonons. Our analysis evidences the effectiveness of strain-based engineering to
improve the mobility of organic crystals. Second, we propose a computational ap-
proach to study the intermediate polaronic transport regime in organic crystals. This
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method combines a finite-temperature cumulant-expansion approach for calculating
electron spectral functions with the Kubo formula to compute the electronic con-
ductivity and mobility. We show calculations of electron mobility in a naphthalene
crystal in excellent agreement with experiments, and find that polaron effects, en-
coded in the satellites of the spectral functions, are induced by strong 4-ph coupling
of intramolecular hydrogen-atom vibrations. In the third and final topic, we study
quantitatively the 4-ph interactions in cuprate superconducting materials. Using
the framework of Hubbard-corrected DFT, we focus on the prototypical parent (un-
doped) cuprate compound La2CuO4, which becomes superconducting upon doping.
We show the first quantitative evidence of strong Fröhlich-type 4-ph interactions be-
tween holes and oxygen atomic vibrations, as well as polaron effects in hole spectral
functions. Our findings explain a range of observations in photoemission experi-
ments on both undoped and doped cuprates, suggesting the strong 4-ph coupling is
an intrinsic feature of the parent compounds rather than being induced by doping.
The computational workflow presented in this work can be easily extended to a broad
class of strongly-correlated oxides and insulators more generally. In summary, this
thesis pushes the boundaries of first-principles calculations of 4-ph interactions and
transport, paving the way for a microscopic understanding of materials with large
and complex unit cells, strong electronic correlations, and strong 4-ph interactions.
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C h a p t e r 1

INTRODUCTION

1.1 Overview

Electron-phonon (4-ph) interactions play a critical role in determining the properties

of conventional metals, semiconductors, and insulators, as well as novel quantum

materials. First,4-ph interactions act as a major limiting factor for the e�ciency of

many solid-state applications. For example, phonons, the quanta of atomic vibra-

tions, impede the movement of charge carriers (electrons and holes) in traditional

semiconductors and metals, resulting in restricted electrical conductivity [1]. They

also cause electron spins to undergo spin-�ip scattering and decoherence, posing a

challenge to implement spintronic devices and spin-based quantum technologies [2].

In addition,4-ph interactions govern key properties linked to material performance,

for example by assisting optical absorption in indirect-gap semiconductors widely

employed in solar cells [3], as well as reducing heat transport [4] to improve ther-

moelectric performance. Finally, conventional superconductivity is due to4-ph

interactions, where electrons are attracted by forces mediated by phonons to form

Cooper pairs and condense into a super�uid that is able to carry electric current

without dissipation [5]. Unconventional (or high-temperature) superconductivity,

on the other hand, is believed to arise from the interplay between4-ph interactions

and electron correlations [6], although the microscopic details of these interac-

tions remain a major unsolved problem in condensed matter physics. Therefore,

understanding4-ph coupling in materials is crucial for tasks ranging from optimiz-

ing modern electronics to designing renewable energy, low-dissipation wires, and

quantum technologies.

Organic crystals are a class of technologically important materials with proper-

ties heavily in�uenced by4-ph interactions. These crystals are formed by stacked

molecules, which makes them mechanically �exible and environmentally benign

compared to their inorganic counterparts. Their electronic properties range from

insulating to semiconducting, with versatility such as hosting ferroelectricity [7],

magnetism [8] and superconductivity [9]. Organic semiconductors �nd applica-

tion in stretchable electronics [10], bioelectronics [11], batteries [12], optoelec-

tronics [13], solar cells [14], spintronics [15], and more. However, the limited
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e�ciency of these devices has been a bottleneck for real-world applications. The

charge carrier mobility, a key �gure of merit for semiconductors, is commonly

below 10 cm2V � 1s� 1 [16] in organic crystals. This is signi�cantly lower than the

� 103 cm2V � 1s� 1 in traditional semiconductors like silicon and germanium. The

low mobility is due to electron motions being hindered by the interactions with

intra- and inter-molecular atomic vibrations (phonons). Furthermore, such complex

4-ph interactions lead to a wide range of charge transport regimes [17]. Even in the

same organic crystal, electron and hole carriers in di�erent crystallographic direc-

tions may exhibit mobilities di�ering by orders of magnitude and with signi�cantly

distinct temperature dependence. This makes modeling the mobility notoriously

di�cult, with simulated results often di�er from experimental values by orders of

magnitudes. Moreover, the inherent structural complexity and low symmetry of

organic crystals result in unit cells comprising a few tens to a few hundred atoms,

making simulations prohibitive. These challenges call for accurate predictions of

charge carrier mobility as a central e�ort for organic materials research.

Transition metal oxides (TMOs) are another class of materials critical to condensed

matter physics and devices for various applications. The TMOs host a plethora of

exotic physical phenomena, including multiferroicity [18], colossal magnetoresis-

tance [19], and unconventional states of matter such as strange metal [20] and charge

density wave [21]. Among the TMO family, copper oxides (cuprates) are the most

well-known for holding the record for the highest superconducting critical temper-

ature at ambient pressure to date (135 K) [22]. Cuprates exhibit a complex phase

diagram in the charge doping versus temperature design space [23]. This behavior

is believed to result from the intricate interplay between strong electron correlations

(electron-electron interactions) imparted by the localized3- and 5-electronic or-

bitals, and4-ph interactions between the localized charges and the lattice with polar

covalent or ionic bonds [24]. Over the past few decades, angle-resolved photoe-

mission spectroscopy (ARPES) [25] experiments have been extensively conducted

to study the electronic structures in cuprates. The measured electron spectral func-

tions provided indirect evidence of strong4-ph interactions [26]. However, these

results have yet to be fully understood theoretically, mainly due to the correlation

e�ects posing a challenge to modeling even the ground state. Therefore, devel-

oping accurate calculations of4-ph interactions and electron spectral functions in

strongly-correlated TMOs is essential for advancing our grasp of high-temperature

superconductivity and fundamental understanding of materials physics.
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Conventional analytical approaches to treat4-ph interactions parametrize various

mechanisms for4-ph interactions, including the deformation potential, piezoelectric,

and polar couplings [27]. System-targeted models have also been developed to de-

scribe speci�c classes of materials. For example, the Peierls and Holstein models are

used to describe the intermolecular and intramolecular phonons in organic crystals,

respectively [28, 29]. When combined with appropriate transport formalisms, these

models can qualitatively reproduce experimental observations. However, they often

incorporate only a few phonon modes, treat phonons on unequal footings, or require

�tting parameters to experimental data. Such restrictions introduce ambiguity into

calculations and limit the predictive power.

First-principles methods have demonstrated increasing e�ciency and accuracy

in predicting material properties [30]. By leveraging density functional theory

(DFT) [31, 32] and density functional perturbation theory (DFPT) [33], these meth-

ods calculate electron and phonon data self-consistently, taking only crystal struc-

tures and atomic positions as input, and without the use of any empirical parameter.

The 4-ph matrix elements are constructed accordingly, where the coupling of all

electronic states with all phonons is taken into account on equal footing [34]. In

the last decade, transport calculations usingab initio 4-ph matrix elements have

achieved tremendous success in simulating the charge carrier mobility in semicon-

ductors, as well as revealing microscopic details of4-ph dynamics at the phonon

mode-resolved level [35�42]. However, the majority of these �rst-principles4-ph

calculations have focused on simple inorganic compounds, particularly elemental or

III-V semiconductors [35�37, 40, 41]. Calculations on organic crystals and TMOs

are still scarce, primarily due to the computational and theoretical complexity.

This thesis aims to develop and apply �rst-principles4-ph calculations to study

organic crystals and TMOs. We focus on computing the4-ph coupling, charge car-

rier mobility, and electron spectral function in these materials, carefully comparing

computed results to experiments. We study both the bandlike and polaron charge

transport mechanisms in organic crystals, and suggest new routes toward achieving

higher mobility. Our calculations evidence the polaronic nature of undoped lan-

thanum cuprate, and draw a connection between the4-ph coupling in doped and

undoped compounds. Through these studies, this thesis pushes the boundaries of

�rst-principles calculations and also deepens our understanding of4-ph interactions

in structurally and/or electronically complex crystals, thus advancing condensed

matter physics, materials engineering, and electronic technology.
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1.2 Physical picture of electron-phonon interactions

Figure 1.1: Charge transport regimes and their corresponding electron spectral
functions [� ¹� º, purple] due to4-ph interactions. Red represents electrons and
blue indicates phonon e�ects. The black circles represent lattice sites in a crystal.

Depending on the strength of the4-ph coupling, materials exhibit a variety of charge

transport regimes [43], each dominated by a unique transport mechanism that needs

to be described by a speci�c level of theory. These di�erent regimes exhibit distinct

temperature dependence of the mobility, which is a macroscopic quantity measuring

how fast charges can move on average under an applied electric �eld. For the

microscopic behavior of a charge carrier, the electron spectral function� ¹� º is

typically studied. As a distribution function over the energy� , the spectral function

indicates how closely a charge carrier behaves like that in a non-interacting ideal

electron gas. To illustrate how these quantities are in�uenced by4-ph interactions,

we �rst consider an ideal electron gas with no interactions, and then gradually turn

on 4-ph interactions to observe how the system evolves [44].

In the absence of interactions, electrons form Bloch waves that extend periodically

throughout crystal lattice, with their spectral functions being Dirac delta functions.

Since no mechanism is present for electrons to lose energy, once an electronic

state is excited by an external electric �eld, the state has an ideally long lifetime,

resulting in an e�ectively in�nite mobility in the collision picture. When4-ph

interactions are weak, the band transport regime emerges (Figure 1.1), where carriers

are still delocalized waves but their spectral functions acquire a �nite width, deviating

from the delta function and indicating the presence of quasiparticles (QPs) with

a �nite lifetime [44]. In contrast to the long-lived electronic states in the non-
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interacting system, QPs have �nite lifetimes (or relaxation times) due to phonon-

induced scattering, which occasionally kicks a charge carrier out of the current state

into another electronic state. The scattering rate is proportional to the QP peak

width, and can be calculated from lowest-order perturbation theory using Fermi's

golden rule [30]. This semi-classical4-ph scattering mechanism is described by

the Boltzmann transport equation (BTE) [1], which describes charge transport in

the band picture when interactions are weak and result in isolated collision events.

This regime applies to many simple solid-state materials, such as elemental [45]

and III-V semiconductors [46] and a wide range of metals like aluminum and

copper [47]. The charge carrier mobility in the band transport regime is typically

¡ 10 cm2V � 1s� 1 at room temperature, and exhibits a) � = power-law decrease with

respect to temperature. Identifying the exponent= in the power-law is important to

characterize the mechanism governing charge transport in this regime.

As 4-ph interactions get stronger, a charge carrier becomes surrounded by a cloud of

phonons while traveling through the crystal, becoming �heavier� and more localized,

forming a so-called large (or delocalized) polaron (Fig. 1.1) [48]. The corresponding

electron spectral function exhibits signi�cant weight transfer from the QP peak to

the phonon-induced satellite peaks (or sidebands), which emerge on the shoulders

of the spectral function. To capture such weight transfer, computational methods

incorporating higher-order4-ph interactions are needed to calculate the spectral

function, such as the cumulant expansion approach [49, 50] and diagrammatic Monte

Carlo [51] among others [48]. Since the electronic state resides not only in the QP

peak but also in the satellites, an accurate description of charge transport should

take into account full spectral function, which can be accomplished for example

using the Kubo formalism within linear response theory [27]. Large polarons are

commonly found in halide perovskites [52] and oxides [53, 54]. Their mobility

is typically 1�10 cm2V� 1s� 1 near room temperature and also follows a power-law

decrease with temperature, although usually with a weaker temperature dependence

than that in the band transport regime.

In the presence of even stronger4-ph interactions, a charge carrier forms a small

polaron trapped on and hopping between lattice sites (Fig. 1.1) [48]. Small polarons

are commonly present in TMOs [55] and organic crystals [56], with their corre-

sponding self-trapping lattice sites being atoms and molecules, respectively. In this

regime, the QP peak in the electron spectral function becomes indistinguishable, and

its weight is distributed over a series of phonon-induced excitation peaks [57]. The
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small polaron states can be qualitatively understood using the Holstein model [58],

and their hopping processes, which are thermally activated, can be described by Mar-

cus theory [59]. The hopping mobility is typicallyŸ 1 cm2V � 1s� 1 and is constant

or increases with temperature.

1.3 First-principles calculations

First-principles calculations based on DFT have been a workhorse for studies of the

electronic structure in materials for several decades. The foundation of DFT lies

in the Hohenberg-Kohn theorem, which states that the ground-state energy of an

interacting many-electron system is a unique functional of its ground-state charge

density [31]. Soon after this theorem's formulation, Kohn and Sham introduced

an ansatz, proposing that the true ground-state charge density of the interacting

system can be reproduced from a �ctitious non-interacting electron system, or

the Kohn-Sham (KS) system [32]. The theorem and ansatz together lead to a

Schödinger-like equation. By approximating the exchange-correlation energy term,

the KS equation can be solved self-consistently, yielding the ground-state energies

and single-particle wave functions, also known as the KS electron orbitals. In

particular, when calculated with suitable approximations of the exchange-correlation

functional, these orbital energies can be viewed as QP wave functions describing the

addition or removal of electrons in solids and molecules. Nowadays, �rst-principles

studies are increasingly focused on leveraging KS orbitals to investigate excited states

and nonequilibrium phenomena, including optical response and charge transport.

This thesis explores the use of �rst-principles calculations to study the band and

large polaron transport regimes in materials.

Electron, phonon, and electron-phonon coupling

Throughout this thesis, we the ground-state electron Bloch wave functionsj=ki

and band energiesY=k using DFT, where= andk are the band index and crystal

momentum, respectively. These calculations are carried out using theQuantum

ESPRESSOcode [60, 61]. When dynamical screening e�ects are considered, the

GW approximation [62] as implemented in theYambo code [63] is employed to

correct the DFT band structure. For Mott insulators, where strong correlation arises

from the Coulomb repulsion between localized3 or 5 orbitals, plain DFT is not

suitable. In these cases, Hubbard-corrected DFT (DFT¸ * ) [64], in which an extra

* term is added to the energy functional to capture on-site Coulomb repulsion, is

employed to obtain the correlated electron ground state. The* parameters for the
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Hubbard atoms are determinedab initio by iteratively relaxing the crystal structure

with DFT¸ * and calculating* from linear response [65, 66], until self-consistency

is achieved between the crystal structure and* parameters. As such, our calculations

remain free of adjustable parameters.

We compute lattice dynamics using density functional perturbation theory

(DFPT) [33], a linear response extension of DFT. We obtain phonon energiesl aq,

eigenvectorsê U
aq, and perturbation potentialsmq^U+, wherea andq are the phonon

mode index and momentum, whileU and^ label the Cartesian directions and the

atoms in a unit cell, respectively. For Mott insulators, we employ Hubbard-corrected

DFPT (DFPŢ * ) [67] calculations, based on the corresponding DFT¸ * calcula-

tions, to compute lattice dynamics. In these cases, the change in the Hubbard-like

potential due to lattice pertubation is included in the4-ph perturbation potential.

For systems with anharmonic e�ects that result in unphysical soft phonon modes

in DFPT(̧ * ), we employ the stochastic self-consistent harmonic approximation

(SSCHA) [68] to obtain an e�ective harmonic representation for the anharmonic

phonons at �nite temperature; this is achieved by constructing ensembles of random

atomic con�gurations [68].

The4-ph matrix elements are obtained by combining the electron and phonon data,

and are given by [30]

6<=a¹k–qº =

s
\

2l aq

Õ

^U

ê U
aq

p
" ^

h< k ¸ qjmq^U+ j=ki – (1.1)

where" ^ is the mass of atom̂. In practice, due to computational cost, DFT(¸ * )

and DFPT(̧ * ) calculations are performed using coarse momentumk- andq-grids.

Consequently, the4-ph matrix elements are also formed on these coarse grids. How-

ever, to converge integrals and summations in transport calculations, one usually

needs matrix elements on a �ner grid that is 103�10 4 times denser. These correspond

to coarse grids of10 � 10 � 10 and �ne grids of100� 100� 100 in the Brillouin

zone (BZ) for typical systems with a few atoms in the unit cells. Since this thesis

is focused on complex systems with larger unit cells including more than ten atoms,

our calculations require coarse and �ne grids of orders4 � 4 � 4 and50� 50� 50,

respectively. Therefore, we employ the Wannier interpolation technique, as imple-

mented in thePerturbo code [34], to interpolate4-ph matrix elements from coarse

grids to arbitrarily �ne grids. The maximally localized Wannier functions [69]

necessary for this interpolation are obtained using theWannier90 code [70].
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Electron-phonon dynamics and charge transport

In quantum �eld theory, the dynamics of an interacting many-body system is encoded

in its self-energy. The lowest-order (Fan-Migdal)4-ph self-energy is given by [27]

� =k ¹�– ) º =
Õ

<aq

j6<=a¹k–qºj2

�
�

# aq ¸ 5< k¸ q

� � Y< k¸ q ¸ l aq ¸ i[
¸

# aq ¸ 1 ¸ 5< k¸ q

� � Y< k¸ q � l aq ¸ i[

�
– (1.2)

where � is the electron energy,) is the temperature, and[ is a real positive

in�nitesimal. 5=k and# aq are the electron Fermi-Dirac and phonon Bose-Einstein

occupations in thermal equilibrium, respectively, which account for the temperature

dependence of the self-energy.

In the weakly-coupled band transport regime, the4-ph scattering mechanism domi-

nates the transport dynamics. The4-ph scattering rate can be obtained using Fermi's

golden rule, which corresponds to calculating the imaginary part of the self-energy

on-shell, given by [30]

� =k ¹) º =
2
\

Im� =k ¹Y=k– )º

=
2c
\

Õ

<aq

j6=<a¹k–qºj2

� »¹ # aq ¸ 1 � 5< k¸ qºX¹Y=k � Y=k¸ q � l aqº

¸ ¹ # aq ¸ 5< k¸ qºX¹Y=k � Y=k¸ q ¸ l aqº¼• (1.3)

The charge carrier mobility is given by the BTE within the relaxation time approxi-

mation [71]:

` UV¹) º =
24

=c+uc

¹
d�

�
�

m 5¹�– ) º
m�

� Õ

=k

g=k ¹) ºEU
=kEV

=kX¹� � Y=kº– (1.4)

where 4 is the electronic charge,5 the Fermi-Dirac distribution,=2 the carrier

concentration, and+u2 is the unit cell volume.g=k = � � 1
=k are the4-ph relaxation

times, andv=k = mY=k•mk are the electron band velocities.

To address stronger4-ph interactions, full electron spectral functions including

higher-order interactions need to be computed to capture phonon side bands and

polaron e�ects. We employ an �nite-temperature cumulant approach, in which the

retarded electron Green's function in the time domain is written using the exponential

ansatz [39, 72, 73]

� R
=k ¹C– )º = � R–0

=k ¹Cºe� =k ¹C–)º– (1.5)
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where� R–0
=k is the non-interacting Green's function, and� =k ¹C– )º is the cumulant

function, de�ned as

� =k ¹C– )º =
¹

d�
jIm� =k ¹� ¸ Y=k– )ºj

c� 2
¹e� i �C ¸ i �C � 1º• (1.6)

The exponential ansatz, although computed using the lowest-order self-energy, e�ec-

tively include contributions from higher-order terms. The electron spectral function

is obtained via the usual relationship from the retarded Green's function,

� =k ¹�– ) º = � Im� R
=k ¹�– ) º•c• (1.7)

The charge carrier mobility, in the absence of vertex corrections, can be computed

with the electron spectral functions using the linear-response Kubo formula [27, 39,

74]:

` UV¹) º =
c\ 4

=c+uc

¹
d�

�
�

m 5¹�– ) º
m�

� Õ

=k

EU
=kEV

=k j � =k ¹�– ) º j2• (1.8)

This cumulant-Kubo (CK) approach thus can describe the charge transport in the

presence of large polarons due to stronger4-ph interactions.

1.4 Thesis outline

This thesis consists of three separate studies, each leveraging the �rst-principles

approaches described above to investigate4-ph interactions and charge transport

dynamics in organic crystals and TMOs.

Chapter 2 presents a comprehensive investigation of bandlike charge transport in

organic crystals, which additionally reveals new strategies to achieve higher mo-

bility. We conduct accurate BTE calculations in the bandlike transport regime in

several crystals including benzene, anthracene, tetracene, pentacene, and biphenyl.

The 4-ph calculations on pentacene (72 atoms per unit cell) are the largest �rst-

principles 4-ph calculations reported to date, exceeding the previous record on

methylammonium lead iodide (48 atoms per unit cell) [75]. Our computed mo-

bilities show a power-law temperature dependence, achieving excellent agreement

with experiments between 100�400 K in all �ve materials. We �nd that scattering

from low-frequency (LF) phonon modes below 150 cm� 1 predominantly limits these

mobilities, even though the LF modes are not modes with strongest coupling, and

the phonon spectra includes many modes and extends to 3,100 cm� 1. These LF

modes primarily consist of intermolecular vibrations, with increasing long-range

intramolecular character in crystals made up by larger molecules. Furthermore, we
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�nd that the LF-mode scattering rates are distinctively responsive to strain, sug-

gesting that strain engineering can e�ective modulate bandlike charge transport and

enhance the mobility.

In Chapter 3, we show that the so-called intermediate charge transport regime in

organic crystals is characterized by the presence of large polarons. Traditionally,

charge transport in organic crystals has long been categorized into two limiting

regimes: band transport and charge hopping. While both limits are described by

well established models, their intermediate regime remains less understood. A

notable example of the intermediate regime is the electron mobility in naphthalene,

which exhibits a bandlike power-law temperature dependence, while BTE fails to

reproduce the correct dependence. Here we demonstrate that the CK approach can

accurately predict carrier mobility in this intermediate regime. Our CK predictions

of the electron mobility in naphthalene are within a factor of 1.5�2 of experiments

between 100�300 K. Our analysis reveals the formation of a broad satellite peak in

the electron spectral function induced by strongly-coupled intramolecular phonons,

indicating large polaron e�ects and explaining the breakdown of BTE.

In Chapter 4, we examine the strong4-ph interactions and polaron e�ects in the

parent (undoped) phase of cuprates, which are supported by ample experimental

observations but are not yet fully understood. Our study focuses on the prototypical

parent compound La2CuO4 (LCO), leveraging DFŢ* with the Hubbard-parameter

* computed directly rather than �tted to experiments. For the �rst time in a parent

cuprate, we predict a ground state with a band gap and Cu magnetic moment in

near-exact agreement with experiments. Our computed4-ph coupling reveals two

classes of longitudinal optical (LO) phonons coupling strongly with hole states in

LCO, consistent in energy with experimental signatures in doped compounds. Addi-

tionally, we calculate the hole spectral functions using the cumulant approach. The

results exhibit a signi�cant broadening due to large-polaron e�ects and reproduce

features observed ARPES. Our analysis �nds a substantial portion of the strong

coupling associated with apical O and Cu-O bond-bending vibrations, which are not

well captured in the conventional models for cuprates. These results show that the

universal strong4-ph coupling found experimentally in LCO is an intrinsic feature

of the parent compound, and elucidates its microscopic origin.

Finally, Chapter 5 summarizes the main achievements of this thesis and discusses

potential future research directions.
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C h a p t e r 2

BANDLIKE CHARGE CARRIER MOBILITY
IN ORGANIC CRYSTALS

This chapter is a slightly modi�ed version of the manuscript: B. K. Chang and M.

Bernardi, �Bandlike charge carrier mobility in organic crystals from �rst-principles

calculations�,submitted(2024).

2.1 Introduction

The commonly low charge carrier mobility in organic molecular crystals (OMCs) is

a bottleneck for bringing organic materials into real-world electronic applications.

OMCs typically have a charge carrier mobility below10 cm2V� 1s� 1 [1, 2], which

is signi�cantly lower than the� 103 cm2V� 1s� 1 seen in traditional semiconductors

like silicon and germanium. In addition, due to the complex electron-phonon (4-ph)

interactions and crystal structures, OMCs host a wide range of charge transport

mechanisms, including bandlike, hopping, and intermediate regimes [3�5], each

exhibiting a di�erent magnitude and temperature dependence of mobility. Even in

the same OMC, electron and hole carriers in di�erent crystallographic directions

may exhibit various transport regimes [6].

Predicting the charge carrier mobility in OMCs is challenging yet critical to the

development of high-performance organic electronics [7]. Typical modeling tech-

niques [8, 9] start with a model4-ph Hamiltonian and, based on the transport regime,

compute the mobility with suitable transport formalisms, such as the Boltzmann

transport equation (BTE) [10], Kubo formula [11], transient localization [12], and

hybrid formulations [13]. These methods have o�ered signi�cant insights, such as

identifying the roles of intra- and intermolecular phonons in4-ph dynamics [14] and

exploring potential engineering approaches [15]. Nonetheless, calculations based

on simpli�ed models usually rely on �tting model parameters to experiments and do

not include all phonon modes, which limit their predictability. In response to these

limitations, �rst-principles (parameter-free) approaches that account for all phonon

modes and4-ph couplings are emerging, and have shown promising accuracy and

explanatory power in studies of charge transport in OMCs [6, 16�19].

Among the charge transport regimes in OMCs, the bandlike regime is pivotal for
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achieving high charge carrier mobility [20�22]. Typically found in ultrapure OMCs,

the bandlike charge carriers are characterized by mobilities with a magnitude near

or greater than1 cm2V � 1s� 1 at room temperature and with a power-law temperature

dependence [20]. Their charge transport mechanism is governed by the scattering

of delocalized electronic states [17, 18, 23, 24], similar to the charge transport

mechanism in conventional inorganic semiconductors. However, while the charge

carrier mobility in a wide range of simple inorganic materials can be accurately

predicted using �rst-principles BTE approaches [25�28], similar calculations for

OMCs remain scarce [6, 16], mainly due to the large unit cells (ranging from a few

tens to a few hundred atoms) of OMCs that make computation challenging.

In this study, we apply �rst-principles4-ph and BTE calculations to investigate

the bandlike charge transport in the crystals of benzene, anthracene, tetracene,

pentacene, and biphenyl. Our computed charge carrier mobilities are within a factor

of 2�3 of experimental averages and accurately re�ect the power-law temperature

dependence throughout 100�400 K, achieving the accuracy previously demonstrated

on naphthalene [6]. Focusing on studying four of the computed OMCs, we discover

that the bandlike mobilities are predominantly limited by the4-ph scattering from the

low-frequency (LF) phonons below 150 cm� 1, despite the phonon spectra extending

beyond 3000 cm� 1. These LF phonons, while inducing the highest4-ph scattering

rates, exhibit signi�cantly weaker coupling to charge carriers compared to the most

strongly-coupled C=C bond-stretching modes at 1,500�1600 cm� 1. We develop

a method to quantify the inter- and intramolecular characters of phonon modes

in momentum space, and show that the LF phonons are primarily intermolecular

vibrations with an increasing long-range intramolecular traits, such as backbone

torsion and bending, as the size of molecule increases.

Finally, we examine the e�ects of strain on bandlike charge carriers. We show that

moderate compressive strain induces modulations in the electronic structure and4-

ph scattering rate that both contribute to the enhancement of mobility. Furthermore,

the scattering rates of LF modes are particularly responsive to strain, more so than

those of other modes, providing evidence of the e�ectiveness of strain engineering in

OMCs�a research area that has attracted growing interest recently [29�32]. Taken

together, this work o�ers a rigorous understanding of the microscopic details of

bandlike transport mechanism and provides insights toward achieving high-mobility

charge transport in OMCs.
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2.2 Methodology

We compute the ground state electronic structure of benzene, anthracene, tetracene,

pentacene, and biphenyl crystals, using plane-wave density functional theory (DFT)

calculations with theQuantum ESPRESSOcode [33, 34]. We use a kinetic energy

cuto� of 90 Ry and employ the generalized gradient approximation [35] and norm-

conserving pseudopotentials [36] from Pseudo Dojo [37]. The lattice parameters

and initial atomic positions are adopted from experiments for each OMC, as detailed

in the supplementary material (SM) in Sec. 2.5. The atomic positions are relaxed us-

ing DFT including the Grimme van der Waals correction [38, 39]. TheWannier90

code [40] is employed to obtain Wannier functions and the corresponding trans-

formation matrices, using the selected-columns-of-the-density-matrix method [41].

We obtain the lattice dynamics and4-ph perturbation potentials from density func-

tional perturbation theory (DFPT) [42]. The momentum grids for DFT and DFPT

used for each OMC are provided in the SM (Sec. 2.5). We note that quantum

nuclear e�ects and �nite-temperature e�ects, which are not directly addressed in

the DFPT calculations, can contribute to lattice dynamics. These e�ects play a

critical role in determining the thermal properties of organic crystals and can be

captured using approaches such as the temperature-dependent e�ective potential

method (TDEP) [43].

Using thePerturbo code [44], we compute the4-ph interactions and the charge

transport. The electron and phonon data are combined to form the4-ph coupling

matrix elements [26, 44]

6<=a¹k–qº =

s
\

2l aq

Õ

^U

ê U
aq

p
" ^

h< k ¸ qjmq^U+ j=ki – (2.1)

which quanti�es the probability amplitude for an electron Bloch statek =k, with

band index= and crystal momentumk, to scatter into a �nal statek < k¸ q by emitting

or absorbing a phonon with mode indexa, wavevectorq, energyl aq, perturbation

potential mq^U+, and displacement eigenvectoreaq [26, 34, 44]. HereU is the

Cartesian direction and" ^ is the mass of atom̂. The4-ph scattering rate for each

electronic state is calculated using the interpolated matrix elements as [26, 44]

� =k ¹) º =
Õ

a

� ¹aº
=k ¹) º– (2.2)



18

where) is the temperature, and� ¹aº
=k is the mode-resolved scattering rate:

� ¹aº
=k ¹) º =

2c
\

Õ

< q

j6<=a¹k–qºj2

� »¹ # aq ¸ 1 � 5< k¸ qºX¹Y=k � Y=k¸ q � l aqº

¸ ¹ # aq ¸ 5< k¸ qºX¹Y=k � Y=k¸ q ¸ l aqº¼• (2.3)

Here Y=k is the electron band energy, and5=k and # aq are the electron Fermi-

Dirac and phonon Bose-Einstein occupations in thermal equilibrium, respectively,

that account for the temperature dependence of the scattering rate. The charge

carrier mobility tensor is obtained within the BTE framework in the relaxation time

approximation [26, 44]:

` UV¹) º =
4
=c

¹
3�

�
�

m 5¹�– ) º
m�

�
� UV¹�– ) º– (2.4)

whereUandVare Cartesian directions parallel to the crystal principal axes,4 is the

electronic charge,� the electron energy,5 the electronic Fermi-Dirac distribution,

and=c is the carrier concentration �xed at1017� 1018 cm� 3, a typical value for both

inorganic [44] and organic semiconductors [45].� UV is the transport distribution

function (TDF) de�ned as

� UV¹�– ) º =
2

+uc

Õ

=k

g=k ¹) ºEU
=kEV

=kX¹� � Y=kº– (2.5)

where+uc is the unit cell volume,E=k are the electron band velocities, andg=k ¹) º =

� � 1
=k ¹) º are the4-ph relaxation times. The mobility calculations use105� 106 ran-

domly selectedq-points and a �nek-grid of about503 (see Sec. 2.5 for additional

computational details).

2.3 Results

Charge carrier mobility

We validate the accuracy and applicability of the �rst-principles BTE approach by

extensively comparing the computed mobilities to experiments. For an OMC, we

label the mobility as̀ ¹@º
U , where@is the charge carrier type that is either4(electron)

or � (hole), andU indicates the direction along which the mobility is computed or

measured.U can be the crystal principal axis of0, 1, or 2� , or 0E6indicating

the mobility averged over three spatial directions. Here we compare the calcula-

tions and the experimental measurements for six OMC charge carrier mobilities:

benzene's̀ ¹4º
0 , naphthalene's̀ ¹� º

0 , anthracene's̀ ¹� º
2� , tetracene's̀ ¹� º

2� , pentacene's
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Figure 2.1: Charge carrier mobilities for (a) benzene's electron in the0-direction, (b)
naphthalene's hole in the0-direction, (c) anthracene's hole in the2� -direction, (d)
tetracene's hole in the2� -direction, (e) pentacene's hole averaged over the three crys-
tal principal directions, and (f) biphenyl's electron in the1-direction. Data points
represent BTE-calculated (colored) and experimental (black) mobilities. Solid and
dashed lines indicate �ts to the power law) � =, with the exponent= noted for each.
BTE data for naphthalene [6] are obtained with temperature-dependent lattice pa-
rameters and GW correction. Experimental data are adopted from Refs. [46�54].
The melting point of benzene () m =279K) and the phase-transition temperature of
tetracene () PT=180K) [50] are indicated by vertical dashed lines.
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` ¹� º
0E6, and biphenyl's̀ ¹4º

1 . These mobilities are chosen as examples due to that they

have experimentally measured mobilities that span a wide temperature range be-

tween 100�400 K and exhibit the bandlike power-law temperature dependence, such

that both the magnitude and the temperature dependence can be comprehensively

compared to our calculations.

Figure 2.1(a), (b), (c), and (f) show the experimental and computed mobilities

for benzene, naphthalene, anthracene, and biphenyl. Our calculations are highly

accurate, in agreement with the experiments within a factor of 2�3 throughout the

temperature range of 100�300 K. In particular, the computed mobilities for naphtha-

lene are adopted from Ref. [6], in which the calculations for the other two directions

show similar accuracy [6]. In the case of benzene, the calculations are almost in

exact agreement with the experiments. The computed mobilities in all four cases are

slightly above the experimental values, as expected for the case of phonon-limited

mobility. The exponent= of the power-law temperature dependence) � = is in excel-

lent agreement with experiments for benzene, naphthalene, and anthracene, with a

less than 7% error. For biphenyl, the computed exponent is slightly overestimated

compared to the experiment, with a 29% error. This might be due the electron charge

transport in biphenyl being close to the boundary between the bandlike and the inter-

mediate regimes [6], where the mobility exhibits a weaker power-law temperature

dependence.

The mobilities for tetracene are shown in Fig. 2.1(d). The experimental mobili-

ties [49, 50] from multiple samples show a consistent decrease in mobility above

the phase transition temperature at 180 K [50]. Although they do not strictly fol-

low a power-law temperature dependence, photoconductivity experiments [55, 56]

showed strong evidence of coherent bandlike transport in tetracene. As shown in

Fig. 2.1(d), our computed mobilities are in great agreement with the experimen-

tal average within a factor of 2 throughout 200�400 K, exhibiting a power-law

temperature dependence.

Pentacene has received major attention due to its potentially high charge carrier

mobilities. As shown in Fig. 2.1(e), Jurchescuet al.[51] observed a hole mobility of

around 35 cm2V � 1s� 1 between 220�340 K. Additionally, due to the near-power-law

temperature dependence, the hole mobility in pentacene is considered bandlike [51].

However, separate experiments by Minariet al.[52] and Leeet al.[53] have observed

much lower mobilities of around� 1 cm2V � 1s� 1 between 150�300 K, also shown in

Fig. 2.1(e). Here we compute the hole mobilities in pentacene and obtain results that
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Figure 2.2: Scattering rates and their impact on mobility. The left column [(a)�(d)]
displays the mode-resolved scattering rates for benzene's electron, anthracene's
hole, pentacene's hole, and biphenyl's electron, respectively. The scattering rates
are computed at 260 K for benzene and at room temperature for the others. Red
represents the low-frequency (LF) modes, and blue denotes the extended-spectrum
(ES) modes, each with their mode index (a) range speci�ed. Energy zero corre-
sponds to the valence band maximum for holes and the conduction band minimum
for electrons, increasing deeper into the bands. The black curves represent the
transport distribution functions (TDFs, Eq. 2.5) for comparison. The right column
[(e)�(h)] presents the mobility calculations, showing the original (black), LF-only
(red), and ES-only mobilities (blue).
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lie in the middle of the two experimental extremes, with a value of� 5 cm2V � 1s� 1 at

room temperature [Fig. 2.1(e)]. Our results suggest that pentacene indeed exhibits a

particularly high mobility compared to all other OMC systems studied in this work

(Ÿ 3 cm2V � 1s� 1 at room temperature), but might not be as high as that reported by

Jurchescet al. [51]. As a brief summary, we have shown that �rst-principles BTE

calculations are able to provide highly accurate predictions to the charge carrier

mobilities in OMCs.

Electron-phonon scattering rate

Having con�rmed the accurate prediction of charge carrier mobilities, we explore

the characteristics of the bandlike transport mechanism. To concisely elucidate the

relationship of molecular structure,4-ph interactions, and charge transport dynam-

ics, the remainder of this chapter will focus on benzene's` ¹4º
0 , anthracene's̀ ¹� º

2� ,

pentacene's̀ ¹� º
0E6, and biphenyl's` ¹4º

1 , as shown in Fig. 2.1(a), (c), (e), and (f),

respectively. Henceforth, these four crystals and charge carriers will be collectively

referred to as �the systems�, and the` ¹@º
U notation will be omitted in the discussions

for brevity.

In OMCs, which usually consist of tens to hundreds of atoms per unit cell and

therefore hundreds of phonon modes, understanding the impact of each mode on

charge transport is crucial for developing e�cient engineering strategies to enhance

mobility. The mode-resolved4-ph scattering rate (Eq. 2.3) quanti�es individual

phonon modes' contributions to the overall scattering rate of an electronic state.

For the band-edge electronic states in the systems, we �nd that phonons with lower

frequencies generally contribute to higher4-ph scattering rates. To di�erentiate the

phonons, we use the lowest-energy gap in the phonon spectra to divide the modes into

two groups: those below the gap are termed low-frequency (LF) modes, and those

above are termed extended-spectrum (ES) modes. This energy gap is consistently

found between 100�150 cm� 1 across the systems. For context, the highest phonon

mode frequency in these systems is around 3,100 cm� 1 (see SM in Sec. 2.5 for the

complete phonon spectra of the systems).

Fig. 2.2(a)�(d) present the mode-resolved scattering rates (Eq. 2.3) as a function

of charge carrier energy computed at or near room temperature for the systems,

alongside their corresponding TDFs (Eq. 2.5). The TDFs indicate that the mobilities

are mainly contributed by charge carriers within 150 meV from the band edges. In

this energy range, the scattering rates from LF modes can be multiple times higher
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than those from ES modes. Speci�cally, the highest LF-mode scattering rates are

approximately 65, 60, 35, and 115 ps� 1, while the highest ES-mode scattering rates

are around 50, 20, 10, and 25 ps� 1 for benzene, anthracene, pentacene, and biphenyl,

respectively. Notably, pentacene shows particularly low scattering rates for both LF

and ES modes, consistent with its high mobility observed in experiments and in our

calculations. For charge carriers over 150 meV away from the band edges, ES-mode

scattering rates surpass LF mode's due to the energies of charge carrier becoming

comparable to those of ES phonon modes, enabling scattering processes of ES-

phonon emissions [16]. However, these carriers contribute minimally to mobility

within the relevant temperature range, as indicated by the TDFs.

Comparing the LF- and ES-mode scattering rates with the TDFs qualitatively in-

dicates that the LF modes play a greater role in limiting the charge carrier mobil-

ities than the ES modes. However, quantifying their exact contributions to charge

transport is not trivial, as mobilities are inversely related to the sum of scattering

rates (Eqs. 2.2�2.5). Here we calculate partially-limited mobilities by consider-

ing the scattering rates of only the LF or the ES modes. The di�erence between

the partially-limited mobilities and the original mobilities inversely quanti�es the

signi�cance of the scattering processes in consideration. Speci�cally, a smaller dif-

ference signi�es greater importance of these scattering processes in limiting charge

transport. As shown in Fig. 2.2(e)�(h), the LF-only mobilities are nearly identical

to the original mobilities, with the largest di�erence being 16% for anthracene at

300 K. In contrast, the ES-only mobilities are signi�cantly higher than the original

mobility, with the largest di�erence ranging from 900% for anthracene at 300 K

to 120,000% for benzene at 100 K. These results show that LF-mode scattering

processes predominantly limit the overall charge transport. Notably, the discrep-

ancies between the ES-only and original mobilities are less pronounced at higher

temperature. This trend is expected, since the ES phonon modes are signi�cantly

more populated at higher temperatures, thus contributing more to limiting mobility.

The mode-resolved analysis reveals that, at or near room temperature, bandlike

charge carrier mobilities in OMCs are predominantly limited by the4-ph scattering

from LF modes. Considering that the LF modes constitute phonons below 150 cm� 1

in a spectrum extending beyond 3,000 cm� 1, our �ndings point to the potential of

engineering strategies that target LF modes to tune the mobitilies of bandlike charge

carriers in OMCs.
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Figure 2.3: Low-frequency (LF) phonon modes in the systems. Panels (a)�(d)
show the LF phonon dispersions for benzene, anthracene, pentacene, and biphenyl,
respectively. The color gradient from blue to red indicates increasing intramolecular
character (f intra, Eq. 2.6). Grey regions represent the energy gaps separating the LF
modes from others. The high-symmetry points follow the de�nition in Ref. [57].
Panels (e)�(j) visualize the intramolecular motions in the LF modes: (e) anthracene's
out-of-plane bending, (f) pentacene's out-of-plane bending, (g) pentacene's out-of-
plane double-bending, (h) pentacene's in-plane bending, (i) pentacene's torsioning,
and (j) biphenyl's torsioning. Carbon and hydrogen atoms are represented by black
and blue spheres, respectively, with displacement vectors shown as yellow arrows.

Low-frequency phonon modes

Insights into vibrational patterns of phonons help inform the development of engi-

neering techniques for OMCs [58]. Phonons in OMCs are typically categorized into

two groups: 1) intermolecular modes, characterized by rigid-body movements of

the molecules at lower frequencies, and 2) intramolecular modes, involving higher-

frequency atomic vibrations that deform the molecules. These two types of phonons

distinctly in�uence charge transport [14, 59], and their4-ph interactions are often

described by speci�c models, such as Peierls- and Holstein-type4-ph Hamiltoni-

ans [14]. Although LF phonons are predominantly intermolecular, it is recognized

that phonons can exhibit both inter- and intramolecular characteristics [58, 60],



25

resulting in a hybridization of molecular rigid-body movements and deformations.

This goes beyond the description of simpli�ed models, but can be captured in our

�rst-principles calculations.

Here we present a method to quantify the intramolecular character of phonons in

momentum space. In cheminformatics and bioinformatics, the minimal root-mean-

square deviation (RMSD) of atomic positions is a well-known metric for measuring

di�erences between molecule and protein structures [61]. This is computed by �rst

aligning the centroids of two molecules to remove relative translational di�erence,

then applying the Kabsch algorithm [62, 63] to obtain the optimal relative rotation of

the molecules. Based on this metric, we de�ne the intramolecular characterf intra of

a phonon¹a–qº as the time-averaged minimal RMSD of atomic positions between

the phonon-displaced structure of a molecule and its original structure. This is

formally written as

f intra¹a–qº =

*vut

min
R

"
1

� 2 � # apm

Õ

^2�

kR~r ^¹a–q– Cº � r ^k2

#+

– (2.6)

where� denotes a selected molecule in the OMC,# apm is the number of atoms per

molecule,r ^ is the equilibrium position of atom̂in � , � is the vibration amplitude,

andCis the time.R is the 3D rotation operator,h�i denotes the time average, and

~r ^¹a–q– Cº = r ^ ¸ Re
�

�
" ^

ê U
aq48¹q�r ^ � l aqCº

�
�

1
# apm

Õ

^02�

r ^0 (2.7)

is the position of atom̂ after � is displaced by the phonon¹a–qº at timeCand

its centroid aligned. The Kabsch algorithm [62, 63] is employed for the mini-

mization with respect toR in Eq. 2.6. With these de�nitions,f intra quanti�es the

intramolecular character of a phonon by excluding its intermolecular components.

Fig. 2.3(a)�(d) display the LF-mode dispersions and intramolecular characters for

the systems. The LF-modes in one-ring benzene [Fig. 2.3(a)] exhibit no intramolec-

ular characters, a trait shared with two-ring naphthalene [16, 58], where the LF

modes below the lowest-energy phonon gap are completely intermolecular. In

three-ring anthracene [Fig. 2.3(b)], the LF modes above 125 cm� 1 start to show in-

tramolecular features associated with out-of-plane backbone bending, as depicted in

Fig. 2.3(e). For �ve-ring pentacene [Fig. 2.3(c)], similar bending exists at 75 cm� 1,

as illustrated in Fig. 2.3(f). Additionally, from 75 to 150 cm� 1, more intramolecu-

lar features emerge, including out-of-plane double-bending, in-plane bending, and

backbone torsioning, as illustrated in Fig. 2.3(g)�(i), respectively. Nevertheless,
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the LF modes in pentacene below 75 cm� 1 remain purely intermolecular. Finally,

biphenyl [Fig. 2.3(d)], unlike its acene counterpart naphthalene, exhibits intramolec-

ular characters in the LF-phonons at low frequencies of 25�50 cm� 1. This is due

to the C�C single bond linking the two rings that facilitate tortioning motion, as

shown in Fig. 2.3(j). The complete phonon spectra overlaid with their intramolecular

characters for the systems are provided in the SM (Sec. 2.5).

Our �ndings indicate that LF modes are predominantly intermolecular, with in-

creasing long-range intramolecular characteristics as structural degrees of freedom

increase. The LF intramolecular vibrations occur on a molecular scale, unlike

the bond-scale intramolecular vibrations typically observed in infrared (IR) spec-

troscopy. For oligoacenes, the minimum chain length to permit in-plane backbone

bending in LF modes appears to be two to three aromatic rings, as evidenced by

anthracene (three rings) being the smallest acene showcasing out-of-plane bending

and pentacene (�ve rings) demonstrating at most double bending. In-plane bending

and backbone torsioning become available in the LF modes only with a minimal

chain length of 4�5 rings. The presence of a phenyl group, or a C�C single bond

linking two rings, readily introduces torsioning along the ring linkage at low frequen-

cies. These analyses establish the relationship between structural and vibrational

properties in OMCs and provide insights into designing engineering approaches.

Electron-phonon coupling

To investigate why LF modes contribute signi�cantly to the4-ph scattering rates, we

analyze the4-ph coupling using the coupling distribution function, akin to a density

of states for4-ph interactions, de�ned as

Wk ¹l º =
Õ

aq

j6a ¹k–qºj2 X¹l � l aqº– (2.8)

where

j6a¹k–qºj =

s Õ

<=

j6<=a¹k–qºj2• # b (2.9)

is the gauge-invariant4-ph coupling with# b being the number of Wannier bands [44].

Figure 2.4 (a)�(d) present the4-ph coupling distribution functions calculated at

the band edges for the systems. Peaks within these curves align with vibrational

modes of speci�c functional groups. All systems feature a large energy gap between

1,700�3,000 cm� 1 and a weak coupling peak at 3,100 cm� 1 associated with C�H

stretching modes. The region from 500�1,500 cm� 1 is characterized by a series of
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Figure 2.4: Electron-phonon (4-ph) coupling distribution functionWk (Eq. 2.8)
computed at the band edges for (a) benzene electrons, (b) anthracene hole, (c)
pentacene holes, and (d) biphenyl electrons. The colors indicate di�erent energy
ranges of phonon modes: pink for low-frequency (LF) modes, blue for C�H bending,
red for C=C stretching, and green for C�H stretching.
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moderate coupling peaks, which mainly correspond to C�H bond bending modes.

Notably, the strongest coupling peaks are at 1,500�1,700 cm� 1, attributed to C=C

stretching. Contrary to expectations, the LF modes below 150 cm� 1, despite being

the primary contributors to the4-ph scattering rates, show minimal coupling, even

weaker than those of moderate strength.

Our results suggest that near room temperature, the pronounced4-ph scattering

rates from LF modes for the bandlike charge carriers are not caused by strong4-ph

coupling. Instead, they arise from the great scattering phase space, determined by the

interplay of electronic band structure, phonon dispersion, and thermal populations

of electrons and phonons (Eq. 2.2).

Strain e�ects

The application of strain engineering to enhance charge carrier mobilities in OMCs

has been validated experimentally [29�32], yet the underlying mechanisms remain

debated [15]. Here we study the strain e�ects on the bandlike charge transport by

computing the mobilities under 2.5% homogeneous compressive strain, achieved by

reducing the cell sizes. As shown in Fig. 2.5(a)�(d), compressive strain consistently

improves mobilities across the 100 to 300 K temperature range by factors of 1.5

to 3, aligning with experimental �ndings that moderate compressive strain boosts

mobilities in OMCs [29, 30, 32]. Furthermore, the strain can increase the mobility's

power-law temperature dependency, which is particularly pronounced in anthracene.

Within the BTE framework (Eqs. 2.4 and 2.5), at a �xed temperature and constant car-

rier concentration, strain in�uences mobility through modulations of4-ph relaxation

times (g=k) and parameters determined solely by electronic structure (band velocities

E=k and energiesY=k). To disentangle the contributions from4-ph scattering and

purely electronic factors, we compute ��ctitious� mobilities using a combination of

parameters from both strained and unstrained calculations. Letg represent the set

of 4-ph relaxation times,Ythe electronic structure, and�̂ their strained counterparts,

we assess the4-ph scattering contribution with �ctitious mobilityYĝ, computed

from unstrained electronic structures and strained relaxation times, and electronic

contribution with �ctitious mobility Ŷg, computed from strained electronic struc-

tures and unstrained relaxation times. As shown in Fig. 2.5(a)�(d), these �ctitious

mobilities surpass the original mobility across all temperatures, indicating that both

4-ph scattering and electronic modulations contribute to enhance mobility under

the compressive strain. Additionally,Yĝ is comparable to [Fig. 2.5(a) and (c)] or
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Figure 2.5: Impact of 2.5% homogeneous compressive strain on mobilities and
electron-phonon (4-ph) scattering. The left column [(a)�(d)] displays computed
mobilities for benzene, anthracene, pentacene, and biphenyl. Black markers rep-
resent original mobilitỳ , purple indicates mobility under strain (^̀), blue denotes
�ctitious mobility computed from strained electronic structure and unstrained4-ph
relaxation times (̂Yg), and red shows �ctitious mobility calculated with strained
4-ph relaxation times and unstrained electronic structure (Yĝ). The right column
[(e)�(h)] illustrates changes in average mode-resolved4-ph scattering rates [�� ¹aº]
due to strain. Blue bars indicate a reduction, and red bars an enhancement in scat-
tering rates. Vertical dashed lines separate the low-frequency (LF) phonon modes
(left of the lines) from the extended spectrum (ES) modes (right of the lines).
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slightly exceeds [Fig. 2.5(b) and (d)] than̂Ygin all cases, implying that4-ph scat-

tering plays a role as substantial as, or even greater than, electronic structure in the

strain-induced mobility modulations.

We explore the mechanisms behind the observed mobility enhancements. The

enhancement due to electronic structure can be ascribed to band stretching under

compressive strain, which increases the electron band velocity. The strain-stretched

band structures for the systems are available in the SM (Sec. 2.5). To understand

the enhancement from4-ph scattering, we de�ne the average mode-resolved scat-

tering rates as� ¹aº =
Í

=k � ¹aº
=k , and investigate their response to strain,�� ¹aº.

Fig. 2.5(e)�(h) present these calculations, highlighting a signi�cant reduction in

scattering rates for the LF modes by 1 to over 5 ps� 1, contrasting with the inconsis-

tent and minimal changes in the ES-mode scattering rates. This can be understood

by considering the forces governing the modes: LF phonons are mostly intermolec-

ular and long-range intramolecular, which are regulated by weaker van der Waals

forces. This makes LF phonons more susceptible to strains than ES phonons, which

are mostly short-range intramolecular and are controlled by strong covalent bonds.

Further analysis suggests that the decrease in LF-mode scattering rates due to the

compressive strain is a result of reductions in both4-ph coupling and scattering

phase space, as detailed in the SM (Sec. 2.5).

While compressive strain decreases LF-mode scattering rates and enhances charge

carrier mobility, tensile strain is expected to have the opposite e�ect. This is

con�rmed by our calculations for anthracene under a 2.5% homogeneous tensile

strain, which, as detailed in SM (Sec. 2.5), increases LF-mode scattering rates

and decreases mobility. Our analysis assumes that a 2.5% homogeneous strain is

moderate such that the charge transport remains in the bandlike regime. Too strong

of a strain could cause severe deformation of electronic band structure and carrier

trapping [64], which may alter the transport regime and require a di�erent transport

model for a more accurate description. Nonetheless, our �ndings support that strain

engineering is an e�ective method to modulate bandlike charge carrier mobility

in OMCs, due to the distinct sensitivity of LF phonons�which govern bandlike

transport�to applied strain.

2.4 Conclusions

In summary, our �rst-principles BTE calculations, which incorporate all phonon

modes on an equal footing, provide a comprehensive analysis of bandlike charge
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transport in OMCs. Our computed charge carrier mobilities for multiple OMCs are

in very good agreement with experiments between 100�400 K. We determined that

low-frequency (LF) phonons, those below 150 cm� 1 and characterized by mainly

intermolecular and some long-range intramolecular vibrations, are the dominant

contributors to the4-ph scattering that limits bandlike mobility. Additionally, we

found that LF-phonon scattering rates are especially sensitive to strain, underscoring

the potential of strain engineering to optimize charge transport in OMCs. Our study

demonstrates the e�cacy, predictability, and explanatory strength of �rst-principles

BTE calculations. Future work includes extending these calculations to a broader

range of OMCs, potentially in a high-throughput manner, and integrate the results

with machine learning techniques [65] to expedite the discovery of design principles

for high-performance organic electronics.

2.5 Supplementary materials

Computational details

Benzene Anthracene Tetracene Pentacene Biphenyl
chem. formula C6H6 C14H10 C18H12 C22H14 C12H10
space group Pbca P21a P�1 P�1 P21a
#atom/cell 48 48 60 72 44
atomic pos. [66] [67] [68] [69] [70]

lattice params. [71] (103 K) [67] (94 K) [68] [69] [54]
studied carrier 4 � � � 4
k-grid (scf) 3� 2� 3 2� 4� 2 2� 4� 2 2� 2� 2 2� 4� 2
k-grid (nscf) 3� 2� 3 4� 4� 4 4� 4� 4 4� 4� 4 4� 4� 4

#wannier band 8 2 2 2 4
q-grid 3� 2� 3 2� 4� 2 2� 4� 2 2� 2� 2 2� 4� 2

k-grid (BTE) 503 603 603 503 503

Table 2.1: Crystallographic properties and numerical settings used in the calcu-
lations. scf and nscf refer to self-consistent calculations and non-self-consistent
calculations, respectively.
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Phonon dispersion and intramolecular characteristics

Figure 2.6: Phonon dispersions of (a) benzene, (b) anthracene, (c) pentacene, and
(d) biphenyl. The color gradient from blue to red indicates increasing intramolecular
character (f intra in Eq. 2.6).
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Strained electronic structure and phonon dispersion

Figure 2.7: Left column: Electronic band structures of (a) benzene electron, (b)
anthracene hole, (c) pentacene hole, and (d) biphenyl electron, with energy zero at
the conduction band minimum for electrons and valence band maximum for holes.
Right column: Phonon dispersions of (e) benzene, (f) anthracene, (g) pentacene,
and (h) biphenyl. The black solid lines represent the original data, and the red
dashed lines represent 2.5% compressively strained data.
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Anthracene under tensile strain

Figure 2.8: (a) Hole mobility of anthracene in the2� -direction. Red: mobility
under 2.5% compressive strain. Blue: mobility under 2.5% tensile strain. Black:
original mobility. The exponent of the power-law temperature dependence) � = is
indicated for each mobility. (b) Change in the average mode-resolved electron-
phonon scattering rates of anthracene due to 2.5% homogeneous compressive (red)
and tensile (blue) strain.
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